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MATERIAL TESTING LABORATORY
DEPARTMENT OF TEACHER TRAINING IN CIVIL ENGINEERING
FACULTY OF TECHNICAL EDUCATION
KING MONGKUT'S UNIVERSITY OF TECHNOLOGY NORTH BANGKOK

1518 Pracharat 1 Road. Wongsawang, Bangsue, Bangkok 10800 Tel. 02-5552000 ext 3247,3253, Fax. 02-5878260

Project : -

Project Location : -

Compression Test Results

Client : US® A Buddlusa 2015 97im

Test Condition : Compression

Address : 105/176 auuurnaielu suauisvsues sunawdias fviauvustil 12000

Type of Specimen : SPUN MICRO PILE @ 200 mm. x 1.50 m,

( Mr.Songkran Kamked )

2. Not valid unless signed and sealed.

Note : 1.The testing results are gcood only for thase specimens tested.
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Specimen | Diameter Length Area Date of Ultimate Load Remark
1.0 {cm) {cm) {cmzj Testing (ke) {Ton)
No.1 20.0 150.0 314.16 22/10/58 69,380 69.38
No.2 20.0 150.0 314.16 22/10/58 73,470 73.47
No.3 20.0 150.0 314.16 22/10/58 58,980 58.98
Tested by: Checked by

( Asst.Prof.Dr.Sirisak Kongsomsaksakul }
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( Asst.Prof.Dr.Sakda Katawaethwarae )
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